UNCIASSIFIED II.C.2-2 ARH-600

BULK AND TAP DENSITIES OF PLUTONIUM OXIDE PREPARED
IN SEVERAL DIFFERENT WAYS
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#*Average of two or more measurements. Other data are single measurements.
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